Oct. 25, 1966

R. C. BOLESKY 3,281,301
METHOD OF MAKING RIGID LAMINATE OF THERMOPLASTIC SHEETS
. HAVING INGCREASED LOAD-BEARING ABILITY
Filed Dec. 11, 1963
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